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SPIRAL COLUMN REINFORCING STEEL (10-19-99)
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MATERIAL

Spiral column reinforcing steel shall be furnished with the following areas and weights as
required on the plans:

Size Area (in) Weight (Ibs/ft)
. . W 20 0.20 0.668 min.
Plain Cold Drawn Wire -
W 31 0.31 1.043 min
) D-20 0.20 0.680
Deformed Cold Drawn Wire
D-31 0.31 1.054
#HA4 0.20 min. 0.668
Plai D B
an or Deformed Bar 5 0.31 min. 1.043

Plain cold drawn wire shall conform to the requirements of AASHTO M32.

Deformed cold drawn wire shall conform to the requirements of AASHTO M225.

Plain or deformed bars shall conform to the requirements of AASHTO M3L1 for Grade 60.
DIMENSIONS

The diameter of the spira reinforcing stedl is the outside to outside measurement of the
bars or wire, with an alowance of 1/2inch more or 1/2inch less than the specified
diameter as shown on the plans.

FINISHING 1070’9

When required by the plans, spiral column reinforcing steel shall be epoxy coated in
accordance with Article 1070-8 of the Standard Specifications.

Spiras shall be furnished with 1% extra turns at top and bottom of the completed spiral
cage. Where splicing of the spiralsis necessary in locations other than those shown on the
plans, aminimum lap splice of 3 feet shall be provided.

Welding will not be permitted on the spiral reinforcing.
SPIRAL SPACERS

The minimum number of spiral spacers shall be used as shown on the plans. The minimum
section modulus per spiral spacer shall be 0.030in°.

Plastic or epoxy coat iiral spacers shall be used with epoxy coated spiral column
reinforcing steel. g
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%ETHOD OF MEASUREMENT
[ d

The quantity of spiral reinforcing steel to be paid for will be the number of pounds of spiral

B7SI S OF PAYMENT
P)

4Z§The quantity of spiral reinforcing steel determined as provided in Method of Measurement

will be paid for at the contract unit price per pound for “Spiral Column Reinforcing Steel”

or “Epoxy Coated Spira Column Reinforcing Steel”. Fhe-quantity—of—spiral—eolumn

alaida alalllefa’a’ NOWN—ON N A—eSHMAE

Payment will be made under:

425'§pi ral ColUMN REINFOICING SEEE! ......verveeeeeeeeeee s Pound
Epoxy Coated Spiral Column Reinforcing Steel ..o Pound
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